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TRL Assessment Summary by Feature
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Primary Mirror Parameter Interaction

System Size
• 6m
• 8m
• 10m
• 15m

Launch Shroud
Dimensions
• 5m Delta V
• 8m ARES V
• 10m ARES V

Segment Size
• Chord Fold
• Fold up/Fold Down
• Etc.

Segment Shape
• Hex
• Petal

Segment 
Quantity
• Single Row
• 2 Rows
• 3 Rows
• Etc.

Image Quality
• UV
• Visible
• IR

Segment Size
• Material Constraints
• Processing Constraints
• Production Yield

Telescope Configuration Parameters Imaging Parameters

Deployment Scheme
• Chord Fold
• Fold up/Fold Down
• Etc.

Red – Key Driving Parameters

Material Selection
• Beryllium
• SiC
• Nanolaminate
• ULE/Fused Silica
• Zerodur
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Facility Break Points have been identified
2m - 2.5m 2.5m – 3.0m 3.0m – 4.0m 3.5mx8m

ULE® Glass 
Manufacturing

No issues. Raw glass manufacturing has been demonstrated to 8m diameter 
at Corning

Mirror Blank 
Manufacturing

Facilities in 
place at 
Corning

Facilities in place 
between Corning 
and ITT

New furnace 
required

Segmented Blank 
manufacturing 
process requires 
development

Mirror Processing 
and Coating

Facilities in 
place

Minor upgrades 
required for final 
finishing and test. 
Coating chamber 
required.

Some modifications 
required for 
finishing and test. 
Coating chamber 
required

Major facility 
upgrades 
required.

Recommendation No issues.
Pathfinder 
will reduce 
schedule 
risk.

Pathfinder 
suggested to 
harden processes

Qualification model 
recommended to 
verify processes

Subscale 
pathfinder and 
full scale 
pathfinder 
recommended
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Large Ground Based Systems are also Planned to 
Augment Space Observations

• 30 meter systems use mirror 
segmentations similar to space 
systems (only larger and heavier 
& not deployed)

• Not driven by system mass or 
physical space constraints

– Segments typically solids with no 
lightweighting which drives cost

• Mirror fabrication and processing 
can be manufactured in high 
quantity in production mode with 
investment in facilities

Typical ground based 
segment in optical test

Thirty Meter Telescope concept



Mirror Technology Maturity
Back-up Material
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On-Axis Justification • TRL 9

– Based on Hubble Space Telescope, 
near UV quality primary mirrors up 
through 2.5 meters have been flown

• TRL 4

– Large ground based mirrors are 
routinely manufactured, but are very 
heavy as compared to flight 
requirements.

– Processes can be scaled but have not 
been demonstrated at 3-4m size.

• TRL 2

– ITT Large Monolithic Mirror (LMM) 
NASA Research Announcement (NRA) 
study showed proof of concept design 
for building very large space primary 
mirror
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Off-Axis Justification • TRL 9
– Small off axis mirrors have been built 

and flown

• TRL 5
– Advanced Mirror System Demonstrator 

(AMSD) has demonstrated lightweight 
off-axis capability up through 1.5m at IR 
quality.

• TRL 4
– Large off-axis segments appear to be 

scalable.

– Technology Demonstration Mirror 
(TDM) would show.

• TRL 2
– ITT Large Monolithic Mirror (LMM) 

NRA study showed proof of concept 
design for building very large space 
primary mirror.
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Passive Design Justification • TRL 9

– Based on Hubble Space Telescope, 
near UV quality, passive primary 
mirrors up through 2.5 meters have 
been flown

• TRL 4

– Large ground based mirrors are 
routinely manufactured, but are very 
heavy as compared to flight 
requirements.

– Processes can be scaled but have not 
been demonstrated at 3-4m size.

• TRL 2

– ITT Large Monolithic Mirror (LMM) 
NRA study showed proof of concept 
design for building very large space 
primary mirror
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Active Design Justification • TRL 6
– Advanced Mirror System 

Demonstrator (AMSD) has 
demonstrated lightweight active off-
axis capability up through 1.5m.

• TRL 4
– Large ground based active mirrors 

are routinely manufactured. These 
systems are not flight qualifiable, 
but demonstrate reasonable 
feasibility.

• TRL 2
– ITT Large Monolithic Mirror (LMM) 

NRA study showed proof of concept 
design for building very large active  
primary mirror.
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Visible Quality Justification • TRL 9
– Based on Hubble Space Telescope, 

near UV quality primary mirrors up 
through 2.5 meters have been flown

• TRL 4
– Large ground based mirrors are 

routinely manufactured, but are very 
heavy as compared to flight 
requirements.

– Processes can be scaled but have 
not been demonstrated at 3-4m 
size.

• TRL 2
– ITT Large Monolithic Mirror (LMM) 

NRA study showed proof of concept 
design for building very large space 
primary mirror
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Coronagraphic Quality Justification
• TRL 9

– Small very high quality optics have 
been flown.

• TRL 4/5
– Large high quality optics appear to be 

manufacturable based on Hubble 
Space Telescope near UV quality 
mirror.

– Demonstrate at scale would be 
required

• TRL 2
– ITT Large Monolithic Mirror (LMM) 

NRA study showed proof of concept 
design for building very large space 
primary mirror
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Mirror Quality
 Processing Capability of Lightweight Mirrors

• Lightweight mirrors 
have been processed 
that approach 
coronagraphic quality

• If required, a 
qualification program 
would be needed to 
assure that the quality 
aspects of the mirrors 
in the flight 
configuration could be 
met

TDM Spec

AFRL DOT Mirror Figure

TDM Spec

Highly aspheric 
processed mirror
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Ultra Lightweight 2m class Passive Primary Mirror Technology has 
been Demonstrated

• Abrasive waterjet lightweight segmented 
core reduces risk

• Pocket milled facesheets reduces weight to 
about 1/3  the areal density of HST with 
comparable stiffness

• Low Temperature Fusion (LTF) process 
eliminates the effects of Frit-bonding

• Directly scalable to 4m size

Advanced Technology Testbed 
(ATT) 2.4-meter Primary Mirror

ATT Pocket Milled Facesheet
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Thermal
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Thermal Analysis Accuracy / Development
• Sub-milliKelvin thermal analysis accuracy is achievable using currently available codes and computational 

capability

– Factors that drive the accuracy of numerical solutions are incorporated in commercially available codes to 
allow trading accuracy against model size and computation time. With 64-bit processors, machine 
limitations are not an issue.

– Data mapping between thermal and structural models has been automated

– Modeling tools are available to deal with features such as anisotropy and spectral optical properties (rather 
than just “solar” and “infrared”)

– Given sufficient need, codes can be extended to accommodate measured BRDF (specular and diffuse 
reflection models are limiting cases, not real reflection distributions)

• There is sufficient understanding of thermal analysis to evaluate mechanisms, check assumptions, identify 
uncertainties, and develop schemes for accommodating these in an end-to-end system model.

– Effects of features and phenomena that are normally neglected in spacecraft applications, e.g. geometrical 
details, work done by thermal expansion, changes in composite properties due to aging, etc., can be 
evaluated and included 

– Material properties measurement accuracy is limited, but measurement uncertainties are readily 
addressed, even though the problem of assessing these uncertainties grows rapidly when considering not 
only the property measurement error but also the many possible ways that such errors can be distributed 
throughout a complex system

• Greatest risk is in managing the size of the end-to-end manufacturing and modeling task.  

• Development tests for manufacturing rework.
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Vibration Isolation Systems

• Disturbance Free payload

• Two-stage Isolation
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Disturbance-Free Payload (DFP)
Technology Summary

Lockheed Martin Space Systems Co.
May 2008

Nelson Pedreiro
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Coatings, Dichroics and Beam Splitters Technology

Detector Technology


